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ABSTRACT

Ceramic thermal barrier coatings will play an increasingly important role in advanced gas
turbine engines because of their ability to enable further increases in engine temperatures.

However, the coating performance and durability become a major concern under the increasingly
harsh thermal cycling conditions. Advanced zirconia- and hafnia-based cluster oxide thermal

barrier coatings--having lower thermal conductivity and improved thermal stability--are being

developed using a high-heat-flux laser-rig based test approach. Although the new composition
coatings were not yet optimized for cyclic durability, an initial durability screening of numerous

candidate coating materials was carried out using conventional furnace cyclic tests. In this paper,
furnace thermal cyclic behavior of the advanced plasma-sprayed zirconia-yttria-based thermal

barrier coatings that were co-doped with multi-component rare earth oxides was investigated at

1163 °C using 45 min hot cycles. The ceramic coating failure mechanisms were studied by using
scanning electron microscopy combined with X-ray diffraction phase analysis after the furnace

tests. The coating cyclic lifetime will be discussed in relation to coating phase structures, total
dopant concentrations and other properties.

INTRODUCTION

Ceramic thermal barrier coatings (TBCs) have received increased attention for advanced gas

turbine engine applications. The advantages of using TBCs include increased engine efficiency by
allowing higher gas temperatures and improved reliability from lower component temperatures.

Future TBC systems will be more aggressively designed for the thermal protection of engine hot

section components, thus allowing significant increases in engine operating temperatures, fuel
efficiency and reliability. However, the increases in engine temperature can raise considerable

coating durability issues [1, 2]. The development of next generation lower thermal conductivity
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andimprovedthermalstabilityTBCsthusbecomesanecessityfor advancingtheultra-efficient
andlowemissiongasturbineenginetechnology.

AdvancedZrO2-Y203 based thermal barrier coatings, that are co-doped with paired or multi-

component rare earth oxides [3], are being developed using a high heat-flux laser-fig based
approach at the NASA Glenn Research Center. These novel oxide coatings have been found to

have significantly lower thermal conductivity and improved sintering resistance at high

temperatures. The effects of the total dopant concentration on coating thermal conductivity and
sintering have been evaluated using the laser high heat flux approach [4]. However, the thermal

cyclic durability of the new coating systems is yet to be determined. This is because the coating

development had initially emphasized compositional modifications to improve conductivity
performance, while deferring cyclic life processing optimization to a later date. In fact, in an

attempt to partially remove the confounding effects of sample-to-sample porosity variations, the

coatings were generally intentionally processed so they were somewhat too dense for optimum
cyclic life. Although these coatings were not optimized for cyclic durability in terms of the

compositions and processing, the initial screening tests of the large number of coating systems
using conventional furnace cyclic testing can still provide insights into the coating failure modes,

and help to guide future coating design directions by using more sophisticated compositional

modification and processing optimization approaches. The coating thermal conductivity and cyclic
performance information will also be used to down-select coatings for comprehensive laser-

simulated engine high-heat-flux thermal gradient cyclic testing at higher surface temperatures.

The purpose of this paper is to report the preliminary furnace cyclic performance of the
advanced plasma-sprayed zirconia-yttria and multi-component rare earth oxide doped thermal

barrier coatings as a function of the dopant concentration and processing variations. The ceramic

coating failure mechanisms Were investigated by using scanning electron microscopy (SEM)

combined with X-ray diffraction phase analysis after the furnace cyclic tests. The coating cyclic
lifetime will be discussed in relation to coating phase structures, total dopant concentrations and
properties.

EXPERIMENTAL MATERIALS AND METHODS

Plasma-sprayed ZrOz-Y203 based thermal barrier coatings that were co-doped with additional
multiple rare earth (RE203) type dopants (oxide cluster coatings) were used for the furnace thermal

cycling tests. These multi-component rare earth oxide coatings were found to have significantly
lower thermal conductivities and better thermal stability as compared to the conventional ZrO_-

4.55mol%Y203 (4.55YSZ, or ZrO2-Swt%Y203, conventionally known as 8YSZ) coating. Optimum
thermal conductivity region was reported in the range of 6-13mo1% total dopant concentrations,

which was believed to be near the tetragonal/cubic phase boundary region of the zirconia alloys
[4]. The coatings for the furnace cyclic study were the ZrO2 based oxides, also stabilized with the

primary yttria dopant and/or paired Group A (such as Nd203, Gd203, and Sm203) and Group B
(such as Yb203, Sc203) rare earth oxide co-dopants [3, 4]. The total dopant concentrations for the
coatings ranged from 4.5 to 52.5mo1%.

The thermal barrier coating systems consisted of a 120 tim thick NiCoCrA1Y or NiCrA1Y

bond coat and a 180-250 pm thick ceramic top coat which were plasma-sprayed on to the 25.4 mm
diameter and 3.2 mm thick nickel base superalloy Ren6 N5 disk substrates. The bond coat was

processed using the typical low-pressure-plasma-spray technique. The ceramic top coats with

various designed compositions were air plasma-sprayed using pre-alloyed powders. The ceramic

powders were first spray-dried, and then plasma-reacted and spheroidized (two passes) in order to
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ensuretheappropriatephasehomogeneityandparticlesizedistributions.Severalbatchesof
powdersfromdifferentvendorswereusedin thetests.Theplasma-sprayingparametersand
conditionsfor processingtheoxideclustertop-coatswerethesameasthosefor thestandard
baseline4.55YSZcoating.Someprocessingvariations,includingremovingveryfineparticles
(<37pm in size), and plasma-spraying duplex layer ceramic coatings that consisted of a 50 tim

first-layer 4.55YSZ near the bond coat interface and a regular thickness (180-250/2m) cluster

oxide coating, were also used to investigate the effects of processing and coating structure on the
cyclic lifetime.

Furnace cyclic tests were carried out at 1163 °C (2125 °F) using either a tube or a box furnace
in air with 45 min hot time cycles. The cooling times were 15 minutes for the tube furnace test and

3 hours for the box furnace, and the specimens were cooled to--120 °C after each cooling cycle.

The specimens were inspected in 10 or 20 cycle intervals. The coating cycle lifetime was
determined by the cycle numbers when the coating failure occurred, using a failure criterion of

observed delamination or spallation region being equal or larger than 20% of the total coating area.
The spalled coating specimens were examined using X-ray diffraction for phase analysis, and SEM
for detailed failure morphology analysis.

RESULTS AND DISCUSSION

Furnace Cyclic Life

Figure 1 shows the furnace cyclic test results for the plasma-sprayed multi-component oxide

cluster coatings, and the baseline 4.55YSZ and yttria-stabilized-zirconia (YSZ) binary coatings.

The variation of coating cyclic lifetime from batch to batch is obvious. In addition, the cyclic life
of the oxide coatings generally decreased with increasing total dopant concentration. The low

yttria-dopant 4.55YSZ coating generally had good furnace cyclic durability. The multi-component

cluster oxide coatings showed evidence to have better durability than yttria-doped zirconia binary
coatings at given dopant concentrations, especially in the 6-13mo1% higher dopant concentration

range where the coatings have the optimum low thermal conductivity.

The batch 1 coatings had the shortest cyclic lifetime, ranging from 10 to 50 cycles for the
cluster oxide coatings. The two baseline 4.55YSZ coating specimens in this batch failed at 60 and

110 cycles, respectively. The early failure of the coating systems was attributed to the dense top
coat, and also probably the non-optimized NiCoCrA1Y bond coat in this batch. Both factors can

result in large thermal- and oxidation-induced stresses in the ceramic coating, thus significantly
weakening the ceramic/bond coat interface region due to extensive cracking during thermal
cycling.

The cyclic durability of the initial batch 1 oxide cluster coatings was considerably improved
(life increased by 2-3 times) using some processing modifications. Less dense oxide cluster

coatings were processed by removing the fine particles (with the particle sizes below the -325

mesh or 37 Con) from the plasma-spraying powders; improved interface adhesion and thermal

shock resistance of the low conductivity oxide coatings were also attempted by adding a thin layer

of 4.55YSZ coating (~50 jan) between the NiCoCrA1Y bond coat and the cluster oxide top

coatings. The two processing approaches demonstrated the effectiveness in improving the coating
life for the present furnace cyclic tests.

The batch 2 and 3 coatings, which used more favorable spray particle size distributions and a

NASA in-house NiCrA1Y bond coat, showed better cyclic durability than the batch 1 coatings. As
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canbeseenfromFig.1,eventhesinglelayeredclusteroxidecoatingsgenerallyachievedbetter
cycliclifethantheduplex4.55YSZ+oxideclustertwo-layeredcoatingsinbatch1.Thecycliclife
improvementwasmorepronouncedfor thelowerdopant(6mo1%totaldopant)concentration
coatings.Theoxideclustercoatinglife reachedashighas150cyclesforthe13.5mo1%dopant
coating,and300cyclesforthe6mo1%totaldopantcoating.Themulti-componentclusteroxide
coatingsshowedabettercycliclifethantheyttria-zirconiabinaryoxidecoatings(solidsquares)at
theequivalentdopantconcentrations.

Thebatch4 coatings,whichalsousedtheNiCrA1Ybondcoat,showedexcellentcyclic
resistanceprobablydueto moreoptimumcoatingprocessingconditionsandresultingcoating
microstructures.It canbeseenfromFig.1that,evenforsomemediumhighdopantconcentration
(13.5mo1%and15.8mo1%totaldopant)coatings,thecoatingcycliclife reachednear450-500
cycles.Underthesamefurnacecyclictests,thebaseline4.55YSZcoatings(solidcircles)in the
batches2to4hadthefurnacecyclicliferangingfrom140to420cycles.Thehigherdopantyttria-
zirconiabinarycoatings(ZrO2-10mol%Y203,ZrO2-12mol%Y203, and ZrO2-30mol%Y203 )

showed poor cyclic resistance. The life of these binary ZrO2-Y203 coatings seemed less dependent

on the processing conditions. The failure morphologies and mechanisms for the coating will be
further discussed later in this paper.

It should be mentioned that in this study, both tube furnace and box furnace tests generally
showed good agreement in the coating life results. The slightly longer coating life observed in the

box furnace tests may be due to the much glower cooling rate (3 hours cooling for box furnace and
15 minutes cooling for the tube furnace) which can reduce some of the thermal shock effect for the

very low conductivity and slightly higher thermal expansion cluster oxide coatings. The thermal
conductivity values and thermal expansion coefficients of the multi-component oxide cluster
coating are listed in Table 1.

Table 1. Thermal conductivity values and thermal expansion coefficients of oxide cluster coatings

Thermal conductivity (W/m-K) Coefficient of thermal expansion (m/m-K)
Initial after 20 hours (average values from 25-1400 °C)

testing at 1316 °C

Baseline 4.55YSZ 1.0 1.3-1.5 10.5-11.0 xl0 -6

Cluster oxide coating 0.5-0.7 0.6-1.1 11.5-13.5 xl0 -6

The strong processing and composition dependence of the coating cyclic life observed in this

study offers considerable challenges, but also great opportunities, for the development of the
advanced, high performance thermal barrier coatings. The preliminary test data demonstrate the

importance of the coating processing and composition optimizations. The beneficial effects of the

added rare earth cluster oxides also showed great promise in significantly improving coating cyclic
durability.

Failure Morphologies and Mechanisms

Figure 2 shows typical SEM micrographs of spalled coating surface morphologies and cross-
sections for several coating systems after the furnace cyclic testing. It can be seen that the oxide

coatings generally failed in a mixed mode, i.e., the coatings were spalled under thermal cycling by
a combined mechanism where the coating delaminations occurred within the ceramic top coat near

the ceramic/metal bond coat interface (ceramic failure), and through the thermally grown alumina

scales at the interface (oxide scale failure). The oxide scale related failure was generally involved
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withtheseparationof theceramic/aluminascaleinterface,aswellasthecracking/delamination
withintheoxidescales.However,thefailurewasalsosometimesobservedto occurat the
scale/bondcoatinterfacewherethebaremetalsurfacewasexposedafterthecoatingspallation.

Fig.1

500

Batch 2 (tube furnace)

Batch 3 (tube furnace)

Batch 4 (tube furnace)

Selected coatings Ibox ful"nace)

Baseline 4.55YSZ

YSZ

Batch 1 cluster coatings
Batch 1 processing modified

cluster coatings

Batches 2-3 cluster coatings

Batches 1-4 YSZ coatings

0 _2

0 10 20 30 40 50 60 70

Total dopant concentration, mol%

Furnace cyclic test results showing the coating cycles to failure as a function of total

dopant concentration for plasma-sprayed advanced cluster oxide coatings, containing
ZrOz-Y203 and the paired Nd203(Gd203,Sm203)-Yb203(Sc203) c0-dopants, processed in
various batches. As a comparison, the cyclic performance of the baseline 4.55YSZ and

other ZrOz-Y203 binary coatings that are processed under the same conditions, is also

plotted. The coating cyclic life generally decreases with increasing total dopant

concentration. The multi-component rare earth cluster oxide coatings showed evidence to

have better cyclic durability than yttria-zirconia binary coatings at given dopant

concentrations. The strong processing and composition dependence of the coating cyclic
life demonstrates the importance of coating processing and composition optimizations.

For those ceramic coatings thermally sprayed using more optimized processing to control

coating porosity, longer cyclic life was often observed. This is because the properly processed

ceramic coatings possessed a more optimum porosity, which can have a more elastically compliant
microstructure but still retain adequate coating strength. The coatings can thus have reduced
thermal cyclic stresses, originating either from the thermal expansion mismatch between the

ceramic and metal substrate or from the bond coat oxidation during the cycling, without

significantly deteriorating the coating mechanical properties. In addition to the coating processing
effect, the relatively low yttrium dopant 4.55YSZ coating and certain multi-component cluster

dopant coatings exhibited excellent thermal cycling resistance, implying also a strong

compositional effect on coating cyclic performance. Since the high cyclic stress region is primarily
located near the ceramic/bond coat interface (the observed ceramic failure is usually within about

10-20 _ above the interface), applying a thin layer of a more cyclic resistant coating such as
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4.55YSZtotheinterfaceandformingaduplexcoatingsystemwouldgreatlyimprovetheoverall
coatingsfurnacecyclingperformance.

Thelonger-lifecoatings,dueto eitherfromimprovedprocessingor modifiedmulti-
componentrareearthdopantcompositions,typicallyshowedamorepredominantinterfacescale
failure,asindicatedbytheincreasingareafractionoftheinterfacescalefailureregionafterfurnace
cyclictesting.Low magnificationSEMimagesof thespalledsurfacemorphologiesfor two
distinctivelydifferentperformancecoatings,i.e.,a lowtoughness,poorcyclicresistanceZrO2-
30mol%Y203(cycliclife 10-20cycles),anda longcycliclifeZrO2-13.5mol%(Y,Gd,Yb)203
coating(cycliclife430cycles),areshowninFig.3toillustratethefailuremechanisms.

] (b)

(d)
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Fig.2

f

SEM images of the spalled coating surface morphologies and cross-sections showing a
mixed failure mode involving both the ceramic failure and scale interface failure after

furnace thermal cyclic testing. (a) 4.55YSZ; (b) ZrOz-30mol%Y203; (c) ZrOz-
6mol%(Y,Nd,Yb,Sc)203; (d) ZrOz-16mol%(Y, Sm,Yb)203; (e) Cross-section of4.55YSZ;
(t) Cross-section of ZrO2-6mol% (Y,Gd,Yb)203.

(a) (b)

Fig. 3 SEM micrographs showing the spalled thermal barrier coatings on the substrates after the

furnace thermal cyclic testing (dark and bright regions are exposed alumina scales, and

the remaining attached ceramic top coats, respectively). (a) Low toughness ZrO2-

30mol%Y203, cyclic life 20 cycles, showing the predominant ceramic failure; (b) ZrO2-

13.5mo1% (Y,Nd,Yb)203 coating, cyclic life 430 cycles, showing a more predominant
interface scale failure.
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Aspreviouslymentioned,thecoatingswithlowerdopantconcentrationsgenerallyexhibiteda
bettercyclicresistance,suggestinga possiblymoretoughenedphasestructurein the lower
concentrationregion.TheX-raydiffractionresultsinFig.4showsthephasestructurechangesasa
functionofthedopantconcentrationforseveraloxidethermalbarriercoatings.It canbeseenthat
theZrO2-4.55mol%Y203 (4.55YSZ) and ZrO2-6mol%(Y,RE)203 (6(YNdYb)SZ and 6(YNdSc)SZ)

possessed the predominant tetragonal phase structure. The ZrO2-10mol%(Y,RE)203 dopant
coatings (10YSZ and 10(YNdYb)SZ) coatings had mostly the cubic structure, because the

tetragonal peak split of t(400) and t(004) observed for lower concentration coatings started to

disappear in this composition. The higher dopant concentration coatings, such as ZrO2-16mol%(Y,
Re)203 and ZrO2-30mol%Y203 (16(YNdYb)SZ and 30YSZ), had a fully cubic phase structure.

The fact that the coating cyclic life typically decreases with dopant concentration may suggest that

the tetragonal phase has a better cyclic resistance and thus possibly higher fracture toughness; and
the observed coating life decreases, corresponding to the tetragonal phase fraction decrease, with
increasing the dopant concentrations.

Fig. 4

L"_" ' .... '_"" .... ' " "'_" .... J
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Diffraction angle 2), deg

(a)
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(b)

X-ray diffraction pattems for various oxide thermal barrier coatings showing the phase
structure changes as function of dopant concentration.

The better thermal cyclic resistance (thus the expected higher fracture toughness) of the

tetragonal phase structure, as compared to the cubic phase structure, may be attributed to its long-
term small grain structure and even further continuous grain size refinement due to the progressive

phase transformations (tetragonal to monoclinic and/or tetragonal to monoclinic+cubic) during the
thermal cycling. The refined grain sizes of the tetragonal phase can enhance the coating crack
healing, which would improve the coating toughness. The martensitic phase transformation of the

tetragonal phase to monoclinic phase, even at small volume fractions, may significantly toughen
the ceramic coatings during the thermal cycling, because of the crack arrest by the formation of the

monoclinic phase. The martensitic phase transformation accompanying a favorable micro-crack

network produced in the coating, may also contribute to the overall coating toughening [5].
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Fig.5showsthemicrostrucmreofseveralcoatingsystemsafterfimaacecyclictesting.Ascan
beseenfromFig.5(a),the4.55YSZcoatingcontainingthepartiallystabilizedtetragonalphase,
still maintainedrelativelysmallgrainsizesaftertheextendedhightemperaturethermalcycling
testing(160cycles).Thecoatingalsofailedbyatoughermechanism,whichinvolvedthesevere
scaleinterfacedelaminationandnon-brittletypeceramiccoatingfracture,showingevidenceof
certaincoatingdeformations.However,asshowninFigs.5(b)and5(c),thehigheryttriadopant
contentbinaryalloy,ZrO2-10mol%Y203andZrO2-30mol%Y203coatingsthatpossessedthecubic
phasestructure,experiencedsignificantgraingrowth,andthusresultinginverylowtoughness
structures.Brittlecoatingfracturewasobservedin theseextensivegraingrowthregionsaftervery
shortthermalcycles(10-30hours).

Theoxide cluster coatings showed a different grain growth behavior as compared to the binary

coatings under the thermal cyclic condition. As can be seen in Fig. 5 (d) and (e) of the spalled
coating interface regions of the ZrO2-6mol%(Y,Nd,Yb,Sc)203 (failed at 140 cycles) and ZrO2-

16mol%(Y, Sm,Yb)203 (failed at 470 cycles), extremely fine grains were observed after the long-
term cyclic tests. It should be mentioned that the ZrO2-6mol%(Y,Nd,Yb, Sc)203 and ZrO2-

16mol%(Y, Sm, Yb)203 coatings had a partially stabilized tetragonal structure and a fully stabilized

cubic structure, respectively. The cluster dopant coatings had little grain growth even for a high
dopant concentration cubic phase system.

The observed grain growth as a function of the dopant concentration for the ZrO2-Y203 binary
and multi-component cluster oxide coatings is plotted in Fig. 6. The data show the grain growth

generally increases with increasing the total dopant concentrations. Significant grain growth (up to

2-5/1m in size) was observed for the higher yttria concentration, cubic phase structured zirconia

coatings after furnace cyclic testing. However, the multi-component cluster oxide coatings showed

much smaller grain sizes (typically less than 1 /_n) at given dopant concentrations. This

experimental evidence strongly suggests the added rare earth dopants to the ZrO2-Y203 binary
coating systems can significantly suppress the grain growth at high temperatures, and thus
potentially can greatly improve the coating toughness and thermal cycling resistance.

Fig. 7 is a high resolution SEM image of a cross-section from a plasma-sprayed 4.55YSZ

coating, showing further grain refinements and toughening by a small amount of monoclinic phase

transformations (tetragonal to monoclinic and/or tetragonal to monoclinic+cubic) during the

thermal cyclic testing. The grain refinements and phase transformation toughening can greatly
contribute to the good cyclic life performance of the 4.55YSZ and other lower dopant coatings

containing some transformable tetragonal phase. The monoclinic phase content of the plasma-
sprayed 4.55YSZ coating as a function of cycle time at 1163 °C, derived from the X-ray diffraction

analysis and using the approach described in literature [6], is shown in Fig. 8. It can be seen that

the monoclinic phase progressively increases with the cycle time which can help to continuously
toughen the coating structure and thus provide the excellent cyclic performance.

The test results demonstrate that the design of optimum composition and micro-structured

thermal barrier coatings can lead to excellent cyclic performance. The ceramic coatings using
improved cluster oxide compositions can achieve a better toughness and cyclic life, even in a

composition region which contains a fully cubic phase because of their ability to maintain long-
term fine grain structures and sintering resistance due to the formation of low mobility oxide defect

clusters [4]. Because the tetragonal to monoclinic phase transformation can further refine the grain

structures and toughen the coating systems, by utilizing compositional and structural heterogeneity
design approaches, a small amount of tetragonal phase transformation can be incorporated into the

coating systems during thermal cycling which can significantly improve the coating delamination
and spallation resistance.
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(a) (b)

:_i_,,¸ . i.,

(c)

(d) (e)

Fig. 5 Scanning electron micrographs showing the ceramic coating spalling/fracture

morphologies near the ceramic/bond coat interface region after furnace thermal cyclic

testing. (a) 4.55YSZ, 160 cycles; (b) ZrOz-10mol%Y203, 30 cycles; (c) ZrO2-

30mol%Y203, 10 cycles; (d) ZrO2-6mol%(Y,Nd,Yb, Sc)203, 140 cycles; (e) ZrO2-
16mol%(Y, Sm, Yb)203, 470 cycles.
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Fig. 6
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Ceramic coating grain growth after the furnace cyclic testing for the multi-component

cluster oxide coating systems and the yttria-zirconia binary coating systems. The

shadowed areas in the plot show the approximate grain size distribution bands observed in

many noticeable coating grain growth regions.

i!

Fig. 7 High resolution scanning electron micrograph showing the overall fine grain structures of

ZrO2-4.55mol%Y203. Further grain refinements and toughening by a small amount of

monoclinic phase transformations (tetragonal to monoclinic and/or tetragonal to

monoclinic+cubic) during the thermal cyclic testing can contribute to the excellent cyclic

life performance of the 4.55YSZ and other lower dopant coatings containing some

transformable tetragonal phase. The arrows in this micrograph indicate the possible crack

arrests and the ceramic toughening by the formation of the monoclinic phase (seen as
rippled needle-like structure).
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Fig. 8 The monoclinic phase content of the plasma-sprayed 4.55YSZ coating as a function of

cycle time at 1163 °C, derived from the X-ray diffraction analysis. Insert is the X-ray
diffraction patterns for 4.55YSZ coating specimens under conditions of as-processed, and

after testing for 50 and 100 cycles at 1163 °C in a tube furnace, respectively, showing the
monoclinic phase increases progressively with the cycle time.

CONCLUDING REMARKS

The durability of plasma-sprayed ZrO2-Y203 binary coatings and advanced low conductivity
multi-component cluster oxide coatings was evaluated using conventional cyclic furnace tests at

1163 °C. The results have shown that the cluster oxide coatings have the potential to achieve
significantly better cyclic performance than the binary ZrO2-Y203 coatings because of their

improved high temperature stability, reduced grain growth, and thus increased toughness
structures.

The ceramic coating cyclic life generally decreases as the dopant concentration increases
presumably due to the reduced fraction of tetragonal phase and the increased fraction of the cubic

phase. The cubic phase usually shows an enhanced grain growth behavior, and also lacks the

further grain-refining and toughening mechanisms by the tetragonal to monoclinic phase

transformation present in a partially stabilized tetragonal phase. Therefore, very low toughness

coating structures were often observed in high-dopant-concentration coatings, and especially for
the ZrO2-Y203 binary coatings.

Although the advanced cluster oxide coatings followed a similar trend as the ZrO2-Y203
binary coating systems in the furnace cyclic behavior (where the coating cyclic life decreases with
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increasingthetotaldopantconcentration),theclusteroxide coatings showed promise for achieving
better cyclic life than the binary ZrO2-Y203 coatings with equivalent dopant concentrations. Cyclic
life comparable to (or better than) that of the low dopant 4.55YSZ coating has been observed for

some intermediate-dopant-concentration, low-conductivity coating systems. Advanced processing

and composition optimization will be used to further improve the durability of the high
performance ceramic thermal barrier coating systems.
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